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Inchcape Testing

Services

Bondar Clegg SUBMITTAL FORM
F st 3
Company_ Doy, WL [ o Client No.
Project P.O. No.
Submitted by Quote No.

Special Instructions: /. .« /4&

Sty [ A ]

Svait, et s

Rush Au service
at 1 1/2 times list price

S,

Date Required

0

7

Please Analyze By:

[ Assay (%Ore Grade)

Enter Code or Method Description

| ] Geochemical (ppm, Trace Level)

Check Multi-Element Package

£0ls ~ 8.2

ek o e

)

Payment Responsiblity / Report

Shipping Information:

Invoice [Z /
Hard Copy Via Mail [ - Name: #n/[ )/I/]/L ' /« Gc / Shipment No:
Fax Copy m/
A
Modem Transfer Mdress // U Do '( 7/L/ S/ No. of Pcs.: \3 ,q
Computer Disk g
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/ -l O ol O s S S 2 /20 ;
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Modem Transfer || ress: requested otherwise.
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312 ] City/State/ Prov. [ ] Return Immediately [“}Return Immediately
514 ] Tel: Fax: [ ] Return after 2 months [ ] Return after 3 months
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[] Retain after 2 months [ ] Retain after 3 months
Hard Copy ViaMail [ | 2. Name: (charges may apply) (charges may apply)
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WHITE - Send with samples

YELLOW - Sample preparation lab
Printed in Canada

PINK - Client copy
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Inchcape Testing Services nalysis

BROHM MINING CORPORATION
MR. ROD J. MACLEOD

P.0. BOX 485

DEADWOOD, SD 57732

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071

Registered Assayer, Province of British Columbia
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ECLIENT: BROHM MINING CORPORATION

Certificate
of

Analysis

REFERENCE:

DATE PRINTED: 22-JAN-97

METHOD

FIRE ASSAY

SAMPLE PREPARATIONS NUMBER

SUBMITTED BY: UNKNOWN
PROJECT: NONE GIVEN
NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION
1  AuGrav Gold (Grav.) 34 0.005 OPT FIRE ASSAY
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER
P PREPARED PULP 34 4 AS RECEIVED 34

REPORT COPIES TO: MR. ROD J. MACLEOD

HOMOGENIZING 34
AS RECEIVED 34

INVOICE TO: MR. ROD J. MACLEOD

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071

Registered Assayer, Province of British Columbia
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== Inchcape Testing Services
CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN
REPORT: V97-00008.4 ( COMPLETE ) DATE PRINTED: 20-JAN-97
SAMPLE ELEMENT AuGrav
NUMBER UNITS  OPT
P4 R96-982 0-5 <0.005
P4 R96-982 5-10 <0.005
P4 R96-982 10-15 <0.005
P4 R96-982 15-20 <0.005
P4 R96-982 20-25 0.021)
P4 R96-982 25-30 0.012
P4 R96-982 30-35 0.011_J_ =5 « 54
P4 R96-982 35-40 <0.005 |
P4 R96-982 40-45 0.011 18'p .0
P4 R96-982 45-50 0.010
P4 R96-982 50-55 0.010 |
P4 R96-982 55-60 0.009
P4 R96-982 60-65 <0.005
P4 R96-982 65-70 <0.005
P4 R96-982 70-75 0.012)
P4 R96-982 75-80 0.008
P4 R96-982 80-85 0.016) /©
P4 R96-982 85-90 0.008 | o o ot
P4 R96-982 90-95 0.009
P4 R96-982 95-100 0.013 |
P4 R96-982 100-105 0.008 |
P4 R96-982 105-110 0.012 |
P4 R96-982 110-115 0.011
P4 R96-982 115-120 0.012
P4 R96-982 120-125 <o.005l
P4 R96-982 125-130 o.o17vf
P4 R96-982 130-135 0.0387)
P4 R96-982 135-140 0.205 |
P4 R96-982 140-145 0.119\ 345 -(70
P4 R96-982 145-150 0.073
: \
P4 R96-982 150-155 0.170 |
P4 R96-982 155-160 0.224
P4 R96-982 160-165 0.059
P4 R96-982 165-170 0.060

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071

Registered Assayer, Province of British Columbia
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CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN
REPORT: V97-00008.4 ( COMPLETE ) DATE PRINTED: 20-JAN-97 PAGE 2
STANDARD ELEMENT AuGrav

NAME UNITS OPT

AU 0.05 0.049

Number of Analyses il

Mean Value 0.0487

Standard Deviation =

Accepted Value 0.049

AU 0.1 0.097

Number of Analyses 1

Mean Value 0.0972

Standard Deviation -

Accepted Value 0.097

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Provi

of British Columbia
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CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN
REPORT: V97-00008.4 ( COMPLETE ) DATE PRINTED: 20-JAN-97 PAGE 3
SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT
R96-982 25-30 0.012
Duplicate 0.008
R96-982 90-95 0.009
Duplicate <0.005
R96-982 145-150 0.073
Duplicate 0.073

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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North Vancouver, British Columbia

= Inchcape Testing Services V7P 2R5
Tel: (604) 985-0681
Fax: (604) 985-1071

Invoice : V137935, Page 1
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% Bondar Clegg Ty bl

BROHM MINING CORPORATION

MR. ROD J. MACLEOD Date : 21-JAN-97
P.O. BOX 485
DEADWOOD, SD 57732 Report No: V97-00008.4
Project : NONE GIVEN
Reference:
34 Analyses of Gold (Grav.) at $ 6.66 S 226.44
Subtotal S 226.44 S 226.44
Sample Preparation
34 Samples of HOMOGENIZING at §$ 0.17 $ 5.78
34 samples of AS RECEIVED at $ 0.00 & 0.00
Subtotal S Hie?8 S 5.78
Invoice Total: S 232.22 U.S.
—Tex £5.297
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



